
Details

Date : 29th March 2011 Type : Nitrile Glove White ( Powder Free )

Length : 12" Batch No : N670710

Testing method

On analysis in accordance with IES -RP-CC005.3, Test method for Gloves and Fingercots used in Cleanroom and other controlled enviroments.

Cleanliness Results :

No. Fluoride Chloride Nitrite Nitrate Bromide Phosphate Sulphate NVR FTIR result

of µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

(DI)

Trial µg/cm
2

< 0.05 < 3.00 < 0.05 < 3.00 < 0.05 < 0.05 < 3.00 < 8.00

1 ND 1.645 ND 1.542 ND ND 0.565 6.47

2 ND 1.602 ND 1.466 ND ND 0.503 7.00

3 ND 1.699 ND 1.519 ND ND 0.541 6.62

Avg ND 1.649 ND 1.509 ND ND 0.536 6.70

1 ND 1.680 ND 1.552 ND ND 0.545 6.58

2 ND 1.775 ND 1.485 ND ND 0.447 6.33

3 ND 1.723 ND 1.509 ND ND 0.493 6.91

Avg ND 1.726 ND 1.515 ND ND 0.495 6.61

1 ND 1.622 ND 1.388 ND ND 0.645 5.88

2 ND 1.572 ND 1.352 ND ND 0.661 6.02

3 ND 1.590 ND 1.445 ND ND 0.575 6.44

Avg ND 1.595 ND 1.395 ND ND 0.627 6.11

1 ND 1.552 ND 1.522 ND ND 0.554 6.99

2 ND 1.677 ND 1.418 ND ND 0.422 7.08

3 ND 1.592 ND 1.473 ND ND 0.497 6.67

Avg ND 1.607 ND 1.471 ND ND 0.491 6.91

1 ND 1.577 ND 1.512 ND ND 0.485 5.96

2 ND 1.764 ND 1.445 ND ND 0.422 6.77

3 ND 1.661 ND 1.478 ND ND 0.564 6.23

Avg ND 1.667 ND 1.478 ND ND 0.490 6.32

1 ND 1.677 ND 1.463 ND ND 0.485 6.62

2 ND 1.705 ND 1.375 ND ND 0.392 5.96

3 ND 1.693 ND 1.402 ND ND 0.418 6.44

Avg ND 1.692 ND 1.413 ND ND 0.432 6.34

Not Detected

2033

2056

2089

L TN1003W

N67 / 

HTPL 

8100021

2177

Not Detected

2352

2245

2207

XS TN1000W

N67 / 

HTPXS 

8100006

2023

Not Detected

2252

2104

2114

XL TN1004W

N67 / 

HTPXL 

8100014

1986

Not Detected

2112

2377

2347

S TN1001W

N67 / 

HTPS 

8100021

2552

Not Detected

1964

2044

2061

XXL TN1005W

N67 / 

HTPXXL 

8100006

2175

Certificate of Conformance

Silicone oil, 

Amide & 

Phthalate Not 

Detected
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ESD Results :

+ve 1 KV -ve 1 KV

1 0.1 0.2

2 0.1 0.1

3 0.1 0.1

Avg 0.1 0.1

1 0.2 0.2

2 0.2 0.1

3 0.2 0.1

Avg 0.2 0.1

1 0.1 0.1

2 0.1 0.1

3 0.1 0.2

Avg 0.1 0.1

1 0.1 0.1

2 0.1 0.2

3 0.1 0.1

Avg 0.1 0.1

1 0.2 0.1

2 0.2 0.2

3 0.1 0.2

Avg 0.2 0.2

1 0.2 0.2

2 0.2 0.2

3 0.1 0.2

Avg 0.2 0.2

Conclusion

The Nitrile Glove White ( Powder Free ) under Batch No : N670710 passed the above specification.

Prepared by : Approved by:

Ms Chong Ee Lane Ms Sabariah Salleh

QA Chemist QA Manager
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